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Prediction

Modeling Potential Failure Areas with
Cockcroft-Latham Ductile Fracture
Criteria

Process

Deep Drawing Press Fixture
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Machining Ta10W

Products

Ta10W Single Draw

Ni-Based Superalloy Multi-Draw
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Molybdenum Deep Draws: As-Formed

Molybdenum Deep Draws: Machined
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